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Resonant Raman spectra of single layer WS2 flakes are presented. A second order Raman peak
(2LA) appears under resonant excitation with a separation from the E12g mode of only 4cm
−1.
Depending on the intensity ratio and the respective line widths of these two peaks, any analysis
which neglects the presence of the 2LA mode can lead to an inaccurate estimation of the position
of the E12g mode, leading to a potentially incorrect assignment for the number of layers. Our
results show that the intensity of the 2LA mode strongly depends on the angle between the linear
polarization of the excitation and detection, a parameter which is neglected in many Raman studies.
I. INTRODUCTION
Single layer transition metal dichalcogenides (TMDs)
are a class of emerging nano-materials which have re-
cently become the subject of intense investigation, in
part due to their truly two-dimensional character and
due to the wealth of applications that may benefit from
their unique characteristics. In TMDs, a single layer is
composed of a monolayer of the transition metal with a
chalcogen monolayer above and below. The intra layer
coupling is strong due to the chalcogen metal covalent
bonds. The electronic properties of a single layer are sig-
nificantly different from bulk crystals, where the stacked
layers are coupled by weak Van deer Waals forces. Bulk
TMDs are semiconductors with an indirect gap in the
near infrared spectral range. In contrast, single layer
TMDs, such as molybdenum disulfide (MoS2), tungsten
disulfide (WS2) or tungsten diselenide (WSe2), are two
dimensional (2D) semiconductors with a direct gap in the
visible spectral range with a large number of potential ap-
plications in optoelectronics.1–9
Many experimental techniques have been employed
to study the electronic properties of layered materials.
Among them, Raman spectroscopy, has been extensively
used to determine the number of layers in TMDs5,7,10–12
and in graphene.13,14 The vibrational spectra are sensi-
tive to the thickness of the crystal so that small changes
in the separation of first order Raman modes can be used
to differentiate between bulk, monolayer, bilayer and tri-
layer crystals. In transition metal dichalcogenides, the
excitation of Raman modes can easily be tuned to coin-
cide with one of the direct optical transitions. Indeed, the
large number of transitions (excitons A,B and C), which
are often fortuitously close to laser lines commonly used,
means that Raman data is often taken close to resonant
conditions. In turn this can result in additional and fre-
quently unwanted complications when interpreting the
data.
Resonant Raman spectra are composed of both first
and second order Raman excitations, as demonstrated
for bulk MoS2
15,16 or WS2.
17–19 Recently, second or-
der Raman modes have been reported in single layer
WS2,
20–23 MoS2
24, TaSe2
25 and WSe2.
26 Such resonant
vibrational spectra can provide significant additional in-
formation concerning the electronic properties. For ex-
ample, it has been suggested that the observation of a
strong second order Raman resonance involving the lon-
gitudinal acoustic phonons (2LA) in monolayer WS2 is a
signature of the single layer nature of the sample.20
Nevertheless, the resonant Raman spectra in atomi-
cally thin TMDs are relatively unexplored and far from
being fully understood. In monolayer WSe2, an addi-
tional Raman mode, separated by only a few cm−1 from
the E12g and A1g modes, and whose origin remains to be
elucidated, was recently reported.26 From a fundamental
physics point of view, the inter valley scattering process
involving the 2LA phonon was suggested to be the main
source of valley depolarization.27 For all these reasons,
understanding the resonant Raman processes in TDMs
is of great importance.
In this paper, we present resonant Raman scattering
measurements performed on a single layer of tungsten
disulphide. We focus on the second order Raman reso-
nance involving the longitudinal acoustic phonon (2LA),
which is separated by only 4cm−1 from the E12g mode.
We show that due to their small separation, the two
modes can be undistinguishable, leading to an erroneous
estimation of the separation of the E12g and A1g modes,
which is normally accepted to be a robust indication of
the crystal thickness. Crucially, measurements involv-
ing linear polarization show that depending on the angle
between polarization of the excitation and detection the
2LA mode can even dominate over the E12g mode or vice
versa. In most Raman measurements performed to char-
acterize samples, the polarization of the excitation and
detection is unknown so that incorrect conclusions con-
cerning the number of the layers present can easily be
reached.
ar
X
iv
:1
40
6.
35
11
v2
  [
co
nd
-m
at.
me
s-h
all
]  
27
 Ju
n 2
01
4
2II. EXPERIMENTAL TECHNIQUES
Single bulk crystal of 2H-WS2 (the hexagonal 2H-
polytype of tungsten disulphide) have been grown us-
ing chemical vapor transport with Bromine as the trans-
port agent.28 Single layer flakes of tungsten disulfide have
been obtained from these crystals using mechanical exfo-
liation. For the measurements, the sample was placed in
a helium flow cryostat with optical access. The µ-Raman
measurements have been performed in the back scatter-
ing configuration. Excitation and collection was imple-
mented using a microscope objective with a numerical
aperture NA = 0.66 and magnification 50×. The typical
diameter of the laser spot was approximately 1µm. The
µ-Raman spectra have been recorded using a spectrome-
ter equipped with a CCD camera and a green solid-state
laser, emitting at 532 nm, was used for excitation.
III. RESONANT RAMAN SCATTERING
The 2H-WS2 crystal belongs to D
4
6h space group. Of
the 12 first order phonon modes at the Brillouin zone
center four are Raman active: A1g, E1g, E
1
2g and E
2
2g. In
the back scattering configuration, the E1g mode is for-
bidden, and the E22g mode is observed only in the very
low frequency region.19 In addition, E22g is a shared mode
originating from the relative motion of the atoms in dif-
ferent layers, and is thus absent in single layer samples.
As a result, the Raman spectra of a single layer WS2 are
dominated by two first order modes: E12g, which is associ-
ated with the in plane motion of the sulfur and tungsten
atoms in opposite directions and A1g, which is associ-
ated with the out of plane motion of the sulfur atoms.19
In bulk WS2, the separation between these two modes is
66cm−1 and it decreases gradually with the number of
layers reaching 62cm−1 for a single layer.5,6,20,22,23
A. Room temperature
A typical resonant Raman spectrum taken at 300K
is presented in Fig 1(a). Two strong features are ob-
served. A single resonance peak at 417 cm−1, which
corresponds to the A1g mode in single layer of tung-
sten disulphide,5,6,20,22,23 together with a more compli-
cated feature observed around 353 cm−1. It is composed
of two features; a peak at 351 cm−1 accompanied by a
weaker peak at 355 cm−1 corresponding to the E12g mode
in single layer WS2.
5,6,20,22,23 The separation between
A1g and E
1
2g of 62cm
−1 proves the single layer charac-
ter of our sample. The presence of an additional peak
on the low frequency side of the E12g mode has been re-
ported for bulk crystals17–19 and very recently for single
layer WS2.
20,22 This additional peak has been assigned
to a second order Raman resonance involving longitudi-
nal acoustic phonons (2LA).17–20,22 The peak we observe
FIG. 1. (color online) (a), (b) Typical µRaman spectra mea-
sured at T = 300 and T = 4K. The dashed lines indicate the
position of three Raman modes: 2LA, E12g and A1g.
at 351 cm−1 corresponds well to such a second order Ra-
man resonance. Our data suggests, in apparent agree-
ment with calculations and measurements presented by
Berkdemir et al.,20 that the 2LA mode is stronger than
E12g mode for single layer material. We will see later
that this agreement is fortuitous since the angle of the
linear polarization between excitation and detection is
completely unknown in our measurements.
B. Low temperature
Further proof of the 2LA character of the peak at 351
cm−1 is provided by measurements at low temperature
(T = 4K) presented in Fig 1(b). Compared to the Ra-
man data measured at 300K, a small blue shift of the
resonance frequencies is observed with decreasing tem-
perature due to the anharmonic vibrations in the lattice
in the interatomic potential energy mediated by phonon
- phonon interactions29,30. However, the dominant effect
of the temperature is the radical change in the intensity
ratio between the E12g and 2LA modes. At room tem-
perature the 2LA mode dominates over the E12g while at
low temperature the situation is reversed. As the 2LA
mode is an overtone it’s temperature dependence is ex-
pected to take the form [n(ω1, T ) + 1] × [n(ω2, T ) + 1],
where n(ω, T ) = (exp( ~ωkT )− 1)−1 is the phonon occupa-
3tion number for a process in which phonons with frequen-
cies ω1, ω2 are absorbed and created respectively.
15 A
quick estimation using the frequency of 2LA mode shows
that it’s intensity should decrease by 1.5 times between
room temperature and 4K. This estimation is in a good
agreement with our data with the assumption that the
intensity of the E12g mode is rather insensitive to tem-
perature.18 Our data is clearly not consistent with the
assignment of the 351 cm−1 feature to a combination
process whose temperature dependence would take the
form n(ω1, T ) × [n(ω2, T ) + 1].15 In such a scenario the
resonance would simply vanish at 4K. The temperature
dependence of the intensity of this resonance is there-
fore an independent proof of it’s 2LA character. We note
that the variation of the direct gap with temperature
could detune the resonant excitation and also in princi-
ple contribute to a decrease of the intensity of the 2LA
resonance. However, the phonon occupation is expected
to dominate the temperature dependence.
C. Assigning layer thickness
Let us now focus on the separation between these three
resonances. Regardless of the temperature, the sepa-
ration between A1g and E
1
2g is 62 cm
−1 and the sep-
aration between A1g and 2LA is 66 cm
−1. However,
the separation between the 2LA and E12g modes is only
4cm−1 so that, any broadening of the peaks due to im-
purities/defects in the sample or simply a lack of reso-
lution might lead to an incorrect determination of the
frequency of the E12g mode. As a result, the separa-
tion between A1g and E
1
2g might be overestimated, in
turn leading to an overestimation of the number of lay-
ers in the sample. To illustrate the universality of this
problem, we have measured Raman spectra for several
single layer flakes in order to analyze the separation
∆ω between different Raman features. The summary
of such an analysis is presented in Fig 2. The symbols
correspond to the three different combinations: ∆ω1 =
ω(A1g)−ω(2LA), ∆ω2 = ω(A1g)− (ω(2LA)+ω(E12g))/2
and ∆ω3 = ω(A1g) − ω(E12g) respectively. The latter is
generally used in the literature to determine the number
of layers present. For comparison, the literature values
for the separation between (A1g and E
1
2g for single, bi -,
tri-layer and bulk6,20,31 are indicated by broken lines.
The Raman splitting ∆ω3 is generally considered to be
a robust signature of the number of the layers in the sam-
ple. For our data, in which E12g and 2LA are clearly re-
solved, for all the flakes, ∆ω3 is equal to 62cm
−1, demon-
strating the single layer character of our flakes.6,20,31
However, if the modes E12g and 2LA are not well resolved,
in any analysis which neglects the possible presence of
the 2LA mode the assignment of the number of layers
becomes highly problematic. If the 2LA mode domi-
nates over E12g the measured difference will correspond
to the ∆ω1 = ω(A1g) − ω(2LA) which is approximately
FIG. 2. (color online) The symbols indicate the frequency
difference ∆ω between: A1g and 2LA, between A1g and the
average frequency of 2LA and E12g, and between A1g and E
1
2g.
The dashed lines indicate the accepted values for the separa-
tion of A1g and E
1
2g for single, bi -, tri-layer and bulk.
6,20,31
66cm−1, leading to the incorrect assignment of Raman
from a bulk sample.17–19 On the other hand, if the inten-
sity of 2LA and E12g modes are similar, the frequency
of the Raman features will correspond to the average
of the two peaks. The measured frequency difference
ω(A1g) − (ω(2LA) + ω(E12g))/2 ' 64cm−1 then corre-
spond to the bi- or tri-layer system.6,20,31 This poses
a significant problem for the correct assignment of the
number of layers especially since the relative intensity
between between E12g and 2LA depends on several pa-
rameters, including the temperature and the excitation
wavelength (2LA is only observed for resonant excitation)
as shown for bulk crystals.17,18 In the following, we show
that the relative linear polarization of the excitation and
detection also significantly influences this intensity ratio.
D. Polarization dependence
µ-Raman spectra have been measured at T = 4.2K as
a function of the relative angle θ between the linearly po-
larized excitation and the emission. We have performed
measurements when the linear polarization of the excita-
tion was fixed and the angle was varied in the detection
and vice versa. We have verified that the results are only
dependent on the angle θ; the same spectra are always
4FIG. 3. (color online) Typical results are presented in (a) for the frequency region corresponding to the 2LA and E12g modes
and in (b) for the A1g mode. The spectra for different angles θ are vertically shifted for clarity. The spectra for co and cross
polarized configuration are indicated by thick red lines. The orientation of the detection (red arrows) and excitation (black
arrows) linear polarization are indicated for the co and cross polarization configuration.
observed for co and cross linearly polarized beams in-
dependently of the angle of the linear polarization with
respect to the sample. Typical results are presented in
Fig 3(a) for frequencies in the region corresponding to the
2LA and E12g modes and in Fig 3(b) for the A1g mode.
The spectra for different angles are shifted vertically for
clarity. The spectra for co and cross polarized configura-
tion are indicated by thick red lines. The intensity of the
2LA mode changes as a function of the angle θ. When
the polarization of the excitation and detection are or-
thogonal, the intensity of 2LA phonon resonance reaches
a minimum. For parallel configuration the 2LA mode is
stronger than E12g. For angles 0 < θ < 90 degrees the
intensity of 2LA mode changes gradually. A similar be-
havior is observed for A1g mode while the intensity of
E12g is constant within experimental error.
The intensities of the Raman peaks as a function of
the angle between polarization of the excitation and de-
tection are presented in Fig 4. The linear polarization
in detection was fixed, either horizontal or vertical as
indicated by the red arrows on Fig 4(a)-(b). The polar-
ization of the excitation was then rotated through 1800.
The co and cross polarized configurations are indicated
by the arrows in Fig 4(a)-(b). The black arrow represent
the orientation of the polarization of the excitation. The
data obtained for horizontal and vertical configurations
are presented in Fig 4(a)-(b) respectively. The experi-
mental values of the intensity of 2LA and A1g modes are
indicated by symbols. The data is well described by a
sinusoidal function (solid line). The minimum of the in-
tensity of both modes for horizontally polarized detection
is shifted by 90 degrees with respect to the results for the
vertically polarized detection. This proves that the ratio
between 2LA and E12g depends only on the angle θ be-
tween the excitation and detection polarization. For the
A1g mode the oscillation of the intensity as a function
of the angle θ, as well as the lack of intensity changes of
E12g (not shown) is understood and comes from the form
of Raman tensors.32 The analysis for the 2LA mode is
not as straight forward as that of the A1g, since the 2LA
mode arises from a double resonance process. However, it
is experimentally well established that the A1g and 2LA
modes have the same polarization dependence. For ex-
ample, the polarization characteristic of 2LA mode has
been determined in bulk crystals17–19 where it was com-
pared with the results of neutron scattering where the
phonon dispersion along crystal axis was measured in the
same plane as the polarization of the light. As already
demonstrated by Chen et al.33 a single layer, exhibits the
same polarization characteristic.
5FIG. 4. (color online) Intensity of the 2LA and A1g modes
(symbols). (a), (b) represent two different experimental con-
figurations; the linear polarization in detection was either
horizontal or vertical as indicated by the red arrows. The
black arrows indicated the excitation polarization in the co
and crossed configurations
E. Raman modes at lower energies
Finally, we will discuss the two Raman modes with low
intensity observed at ∼ 300 and ∼ 320 cm−1 in Fig.1(a-
b). They have been contradictorily linked to the mono-
layer or multilayer nature of the flake studied.20,34 We
have investigated a large number of samples and these
modes are present in all investigated flakes which show
single layer character. They could be assigned to 2LA
modes with a wave vector in the vicinity of the K point
in the Brillouin zone as suggested for bulk crystals.17 An
alternative assignment would be the E1g mode, which in
bulk crystals is not allowed in the back scattering (reflec-
tion) geometry. Certainly, this controversy shows that
resonant Raman spectroscopy is far from being fully un-
derstood in single layer dichalcogenides.
IV. CONCLUSION
To summarize, under resonant excitation, the presence
of the 2LA Raman mode complicates the determination
of the number of layers in WS2 flakes. Thankfully, the
assignment of a monolayer from the E12g-A1g separation
remains robust. However, mono layers can be incorrectly
assigned to bi-layer, tri-layer or even bulk crystals de-
pending on the intensity of the 2LA mode. All our data
has been taken using 532nm excitation, nevertheless, our
conclusions should apply to other excitation wavelengths.
Sourisseau et al.17,18 studied in detail the dependence of
the intensity of 2LA mode as a function of excitation
wavelength. They have shown, that whenever the laser
is in resonance with the excitonic transition (A,B or C)
both the 2LA and the A1g modes are enhanced. Thus,
our conclusions and analysis will be valid whenever the
2LA mode is present in the Raman spectrum, in other
words whenever the laser is in resonance with one of the
excitonic transitions. The evolution of the intensity ratio
of the 2LA and E12g-A1g modes with polarization pre-
scribes using the intensity of the 2LA mode to identify
a monolayer, unless the polarization angle between ex-
citation and detection is carefully controlled, which is
rarely the case. As many Raman characterizations are
frequently performed close to resonant excitation, and
without controlling the polarization angle, considerable
care should be exercised when analyzing these spectra.
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